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1938 Bulk Asbestos Fibers Analysis 

By Polarized Light Microscopy 
Client: Paul w. Jackson & Asaociates, Inc. Batch #: 2410320.00 

Client Project #:2004-723 
Samples Received: 9 
Samples Analyzed: 9 

Method: EPA/G00R-9311 "iS 

Address: 3604 Beach Drive SW 

Seattle, WA 98116 
Attention: Mr. Paul Jackson 

Project Lccation: Rainier Brewery 

Lab ID : 24061224 C llttnt Sample #: 72301 
Location: Rainier Brewery 
L•~•r 1 of 1 Oaaorlptlon: Tari brittle matarial 

Non-Fibrous Materials: 
SinderlFlller 

l.1:1b ID : 24067225 Client Sample #: 72302 
Location: Rainier Brewery 
Layer 1 of 2 Deacrlptlon: Brown mastic 

Non-Fibrous Materials: 
Maetic/bir1der 

Layer 2 of 2 DeeorlpUon: Tan fibrous material 
Non-Fibrous Matetlals: 

Binder/Filler 

Lab ID: 24067228 Client Sample#: 72303 
Location: Rainier Brewery 
Layer 1 of 1 Det1crlpt10n: Tan fibrous material with paint 

Non-Fibrous Materials: 
Binder/FIiier, Paint 

Lab ID : 24057227 Cllent Sample #: 72304 
t.ocalion: Rainier Brewery 
La~er 1 of 1 Ceacrlptlon: Gray fibrous material wltn paint 

Non-Fibrous Materials: 
Blnder,'Flller, Pain! 

Lab !O: 24067228 Cllont Sample#: 72305 
Location: Rainie, Brewery 

Layer 1 of 2 Deacrfptlon: Brown fibrous material 
Non-Fibrous Materials: 

Binder/FIiier 

Layer 2 of 2 Deeorlptlon! Black brittle materiel 
Non-Fibrous Materials: 

Binder/Filler 

Other Fibrous Materials:% 
Callu1ose 5% 

Other Flbrous Materials:% 
Cellulose 2% 

Other Fibrous Materials:% 
Celluloae 70% 

Other Fibrous Materials:% 
Cel:ulose 70% 

Other Flbrou$ Materials:% 
Qjase fibers 85% 

Cellu!cee 5% 

Other Fibrous Materials:% 
Cellulose 70% 

Other Fibrous Materials:% 
ce11u10111 2% 

Asbestos Type: % 
Ch,!YIOtlle 2% 

Aabastoa Typt: % 
Nona Detected ND 

Aabeatoa Type: % 
None Detected ND 

A1ba1to1 Type: % 
None Detec:ted NO 

Aabeato1 Type: % 
Non• Detected ND 

A1beatc11 Typo: % 
None Detected ND 

Asbestos Type: % 
None Detected ND 

Sampled by: Client 

Analyzed by: Wei Lor1g Tai Date Analyzed: 07128/2004 DRAFT 
Note: If smiplea "re not homogene?1.:1, then subsampteg of tl'1e oompc,nenta were ana,)'Zad sepa,siely, All bulk umple:s are analyzed uatng EPA 600JFU)3111 E! 
Method with the lol!owlng :naa11uremeni unoortainlillll fQ1 the reported % Asbestoa (1 ¼•:l-3%, 5%=1-9%, 10%•5-15%, .20% .. 10-30%, !50%"40-60%). Thie 
report relll«!~ onty to the Items teated. If sampl11 wes rtQI ocliected by NvL pereonnel, ~0n tre aocur11cy of tt,e resullo 1e llmlted by l>ie met~odo10gy and ac:ult;y 
of the .amQte oo!lector. Thie report thaU not oe !'$produced &11cept '" fUII, without wrl:t.n ap::,rov111 of NVL Ulboratori11&, Inc. It ehsU not be i.sed to daim 
p(O(luct 11ndoreemeni b}' NVLAP or any ctner agency of the US Go1111r,ment 
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